Time
8:00 AM

9:00 AM

LTSW'O3 - Monterey CA

Monday, November 10
Registration Payments and Continental Breakfast

Session I: Project Needs
HEP Outlook

Presenters

CHAIR: D. Larbalestier
D. Sutter, DOE

9:20 AM|ITER Plans J. Minervini, MIT
9:40 AM|LARP and Base Program Magnet Plans S. Gourlay, LBNL
10:00 AM Discussions
10:20 AM BREAK
Session IT: Magnets CHAIR: R. Gupta
10:40 AM[Recent Progress in Nb3Sn Magnets S. Gourlay, LBNL
11:00 AM|FNAL Program Status A. Zlobin, FNAL
11:20 AM|Bi-2212 High Field Insert Coils J. Schwartz, NHMFL
11:40 AM Discussions
12:00 PM Workshop Lunch

Session III: Conductor Testing

CHAIR: P. Lee

1:15 PM|High Current Strand Testing and Instabilities E. Barzi, FNAL

1:30 PM|Improved Techniques for Testing High J. Nb3Sn wires D. Dietderich, LBNL

1:45 PM|A New Sample Holder Design and Test Results for Nb3Sn Wires |R. Soika, BNL

2:00 PM|Wire Testing Plans at NIST L. Goodrich, NIST

2:15 PM|Strand Ic and Magnetization Measurements M. Sumption, OSU

2:30 PM|High Current Strand Testing at UW-ASC A Squitieri, UW-ASC

2:45 PM Discussions
3:15PM BREAK

Poster Session
New Insulation Systems for Fusion and HEP Magnets

P. Fabian, CTD

w Superconductor Powder Sorting Techniques P. McIntyre, TAMU
3 Internal Tin Process Scaleup P. McIntyre, TAMU
9';_1 Processing Considerations for Nb3Sn J. Hendricks, ACE
8 Techniques for Reducing Wire Breaks A. Austin, Innovare
= Internal Tin Process Development E. Gregory, M. Tomsic
Grain Refinement in Pure Nb T. Hartwig, TAMU
6:00-8:00 PM A Celebration of Two Decades of Accomplishment in Superconducting Materials in LTSW
Time Tuesday, November 11 Presenters
8:00 AM |Remaining payments for Registration & Continental Breakfast

Session IV: Materials - Nb3Sn CHAIR: R. Scanlan

9:00 AM|High J. Wire for HEP and NMR J. Parrell, OI-ST

9:15 AM|Low Loss Wire for HEP and Fusion T. Pyon, OKAS

9:30 AM|[Fins, Zr Additions, and Other SBIR work at Supergenics B. Zeitlin, Supergenics
9:45 AM|Characterization of New Generation Nb3Sn wires P.Lee, UW-ASC

10:00 AM

Improvements in Nb3Sn Wire Properties via the Reduction of
Inhomogeneities.

A. Godeke, UW-ASC

10:15 AM

Off-Stoichiometric Effects on the Upper Critical Field in Bulk
Nb3Sn

M. Jewell, UW-ASC

10:30 AM

Discussion




11:00 AM

Session V: Emerging Materials

BREAK
CHAIR: L. Cooley

11:15 AM[NbsAL M. Sumption or T. Collings, OSU

11:30 AM|Bi-2212 Wire and Tape Development at OI-ST S. Hong, OI-ST

11:45 AM|Showa/LBNL Bi-2212 Cable Development R. Scanlan, LBNL

12:00 PM [MgB,_Prospects for High Fields D. Larbalestier, UW-ASC

12:15 PM [MgB;-Process Development M. Tomsic, Hypertech

12:30 PM Discussion
1:00 PM Workshop Luncheon

2:15PM

Session VI: Wind & React vs. React and Wind Magnets,

including strain effects
React and Wind Magnets with Nb ;5n and Bi-2212

CHAIR: B. Strauss
R. Gupta, BNL

2:30 PM

Nbs;Sn React and Wind Magnets

G. Ambrosio, FNAL

2:45 PM

Advantages of Wind and React Magnets for Accelerators

A. McInturff, LBNL

J. vs Strain Measurements for the New Generation Nb3;Sn and

F. Buta, Global Research &

3:00 PM|HTS J. Ekin/N.Cheggour, NIST
3:15 PM | Strain Issues for Cable in Conduit NbsSn N. Martovetsky, LLNL
3:30 PM Discussion
4:00 PM BREAK
Poster Session
Sensitivity of Nb3Sn Rutherford Type Cables to Transverse
Strain E. Barzi, FNAL
N Racetrack Coil Fabrication from Showa Bi-2212 Cables R.Gupta/A.Ghosh, BNL
5 Cryostability of Strands during I-V Measurements T. Collings, OSU
& Recent Progress in PIT Nb3Sn at Supercon L. Motowidlo, Supercon
;.s)i_l Strain-critical-current testing at the NHMFL J. Miller, NHMFL
=

Ultrasonic Wire drawing for Superconductor Wires

Development; T.Collings/M.
Sumption, OSU

Time
8:00 AM

Bi-2212 wire produced by extrusion
Wednesday, November 12

Continental Breakfast
Session VII: R&D Programs in the U.S. and Europe
Nb3;Sn R&D Programs in the E.U. and U.S.

F. Orthlieb, Alchemet, Inc.
Presenters

CHAIR: D. Larbalestier
R. Scanlan, LBNL

9:15 AM

Optimizing the returns for the HEP SBIR Program

B. Strauss, DOE

9:30 AM

Erice Workshop Report

S. Gourlay, LBNL

9:45 PM

10:15 AM

Session VIII: Cost structure for advanced superconductors

Materials/Processing Costs for Advanced Superconductors

Discussions

CHAIR: S. Gourlay
L. Cooley, BNL

10:30 AM Discussion
Session VII: Wrap up CHAIR: B. Strauss

10:45 AM BREAK

11:00 AM WRAP UP

12:00 PM Workshop Ends
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